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Peek w9 wilclbl
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Peek Peek - | Peek-30 | uwgw;l yws, 2>lg
mod GF

s> 1.31 1.48 1.51 ASTM D792 g/cm3
ol glowl 0.4 0.3 0.5 ASTM D570 %
(RH) %o+ ol Uslss 0.07 0.04 0.11 ASTM D570 %
Jwlojl 5o Loy Sl 500 500 500 UL 746B °F
Jwlojl 5o o Jéla> -40 - - UL 746B °F
SSwilSo S S g
>,Sloe 5 ainaS oSxiwl 14.500 17.300 22.800 ASTM D638 psi
>,Sloc 5> JSow - - - ASTM D638 %
CowSow dhsi )y saiinS oS=iwl 26.800 - 26.500 ASTM D638 psi
woliowl 5y JSai s 45 25 2.2 ASTM D638 %
Q0 4 Caoglio n.b. - 9.5 ASTM D256 ft-Ib/in
B a0 4 woglas 2.1 3.2 2.4 ASTM D256 ft-Ib/in
JoS|) sizew [ wgi aslaos - - - ASTMD785 psi
9D - 85 90 ASTMD2240 [
VTR 23.900 30.000 33.800 ASTM D638 Fsi
Wipamsriawl| Jg o 537.000 | 1.394.000 | 1.406.000 | ASTM D638 psi
wib> S Sie
Sug Uy p i ik VST / B/ 50 - - - ASTMD1525 °F
o Slos HDT / A - - - ASTM D648 °F
was> o)L bl wuyo - - - ASTM D696 in/in/°Fx10-%
a>,;5 Ve Slos 5 s39)l> el 306 622 622 ASTM C177 BTU/hr-ftx°F
i Jl Slos 4.7 3.1 1.2 ASTMD3418 °F
w95 Slos 2.0 - 3.0 ASTMD3418 °F
oSSl S »Sjivg
oglao Uljuo 1018 1010 1013 ASTMD257 Qxcm
adaw oglio 1013 108 1013 Q/SQ
508 V) Spusl s el 3.2 - - ASTM D150 -
3080 ) )y SuusSUl ss wsls cews jl Jole | 0.0040 - - -
SuSdl s w)ad 580 - 175 ASTM D149 V/mil
by, Coglao 150 - - IEC 60112 Grade
wOlol s odl>
b sublgi Yes limited Yes - -
S239092549 soglas v Yes/No | Yes/No No/no FDA /INSF -
Jlewl wublé V-0 V-0 V-0 UL 94 -
02iS i UV limited yes limited - -




